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Applicant :FOSHAN NANHAI NANXING RESIN CO., LD,
Address XINGXIAN DANQIU ROAD DALI TOWN FOSHAN CITY GUANGDONG CHINA

Report on the submitted somple(s) said to he:

Sample Name

Sample Deseription
Part No,

ltem No,

Material
Manufacturer

Sample Received Date
Testing Period

Test Requested

“Test Method
Test Result(s)
Regulation Request

Summary

Tested by

Approved by

‘Water-based CR-adhesive

‘White liquid

CT-60

12009092406

:Resin, ammonis water

:FOSHAN NANHAI NANXING RESIN CO., LTD.

:Sep. 29, 2009

:Sep. 25, 2009 to Sep. 28, 2009 {;{
+As specified by client, to screen the fifteen substances of very high concern “';;I{
{SVHC} under Regulation(EC) No 1907/2006 of REACH, including Anthracene, “\'L

4,4"-Diaminodiphenylmethane, Dibutyl phthalate, Cobaltdichloride, Diarsenic
pentaoxide, Piarsenic trioxide, Sodium dichromate, Musk-xylene,
Bis(2-ethyl(hexyl)phthalate ( DEHI), Hexabromocyclododecane(HBCDD),
Short Chain Chlorinated Paraffins, Bis(tributyltinjoxide, Lead hydrogen arsenate,
Benzyl butyl phthalate, Triethyl Arsenate in the submitted sample.

:Please refer to the following page(s).
‘Please refer (o the following page(s).
:See Rematk

:According Lo the analytival results, concentrations of 15 SVHC substances are
less than 0.1% in the submitted sample.

Inspecied by _Id"

Date op, 28,20



&

Test Report

Report No,:FSRO909251136301 Page 2 0f 7
Test Method:
Measured | Report
Substance Name(s) Test Method 'eacu e.po.
Equipment(s) | Limit
Refer to US EPA 3550C:2007&
Anthracene 1S EPA 827002007 GC-MS | 0.005%
44’ Diaminodiphenylmethane Refer to US EPA 8§270D:2007 GC-MS 0.005%
Dibutyl phthalate(DBP) | Referto ASTM D3421:1915 GC-MS | 0.005%
Réferto US EPA 3052:1996/
y ichloride™ i ICP-OESAC | 0.0
Cobalt dichloride BS ENI4582:2007 C C | D01%
Diarsenic pentaoxide* Refer to US EPA 3052:1996 ICP-OES | D.01%
Diarsenic trioxide™ Refer 1o US EPA 3052:19496 ICP-OES | 0.01%
Refer to US EPA 3052; 1996/ ICP-0ES/
ium di : 001%
Sodium dichromate S EBA 3060A:1996 UV:Vis 001
Musk xylene Refer 1o US EPA 3540C:1996 GC-MS | 0.005%
 Bis(2-cthyl(hexyDphthalate) DEHF) |  Refer to ASTM D3421:1975 GCMS | 0.005%
Hexabromocyclododecane (HBCDD) | Refer to US EPA 3540C:1996 GOMS | 0.005%
Short Chain Chlorinated Parafns. | p oo USEPAISHOCIO6 | GOMS | 001%
(8CCPs)
Refer to US EPA 3052:1696/ 1CP-OES/
Bis(uibutyltinjoxide (TBTO)* ALIs
is(tributyltinjoxide ( ) DIN 384072003 GOMS 0.005%
Lead hydrogen arsenate* Refer to US EPA 3052:1996 ICP-0ES | D.01%
Benzy! butyl phthalate(BBP) Refer to ASTM D3421:1975 GCMS | 0.005%
‘[riethyl arsenate* Refer to US BPA 3052:1996 ICP-OES | 0.01%
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Report No.:FSR0909251 136301 Page 3 of 7
Test Result(s):
~ Substance Name(s) CASNo. | ECNo. | Concentration(%) | (Classification
Anthracene 120-12:7 | 204-371-1 ND. PBRT
44'- Diamino&iphenylmclhnnc 101770 § 202.074.4 _ND. ; Carcinogen, cat. 2
i Toxic for
Dibutyl phthalaw(DBP) §4.74-2 201-557-4 N.D. coptofiion. at3
Cobalt dichloride* 7640-79-9 | 231-589-4 N.D, Carcinogen, cat.2
~ Diarsenic pentaoxide® 1303-28-2 | 215-116-9 ND, Carcinogen, cat.1
Diarsenic rioxide* 1327-53-3 | 2154814 |  ND. Carcinogen, cat |
i : Carcinogen, cat.2
ol 7789-12:0 Mutagen, cat.2
Sodium dichromate™ 10S88:01-9 234-190-3 N.D. Toxic for
i reproduction, cat.2
E” Musk xylene 81152 | 2013294 ND. VPyB
Bis{2-ethyl(hexy!)phthalate) 117.817 2049110 ND. Toxn? for
(DEHP) reproduction, cat.2
Hexabromocyelodadecane | 25637-99-4/ | 247-148-4/ ND. PRT
(HBCDD) 3194-55-6 1 221-693-9
Short Chain Chlorinated i
Paralfins(SCCPS) B3535-84-8 | 287-476-5 N.D. PBT,vPyB
Bis{uributyltinjoxide (TBTO)* | 56-33-9 200-268-0 N.D, PBT
Carcinogen, cat.|
Lead hydrogen arsenate™® 778440-9 | 232:004-2 N.D. Taoxic for
2 reproduction, cal.|
Reazyl butyl phthlate(BBP) | 85687 | 2016227 N.D. ki
St i teproduction, cat.2
Triethyl arsenate® 15606-95-8 | 427-700-2 N.D. Carcinogen, cat. |

Note (1):  -N.D. = Not Detected (-<report limit}
Note (2):  *Concentration value of Cobalt dichloride hy the conversion (rom he test results of

Cobalt and Chlorine,

Concentration value of Diarsenic pentaoxide, Diarsenic trioxide, Sodium dichromate,
Bis(tributyltinjoxide, Lead hydrogen arsenate, Triethyl ursenate by the conversion
from the test results of corresponding heavy metal,
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Remark:
1. According to the Article 33 of the Regulation (EC) No 1907/2006 (REACH)-Duty to

comnunicate information on substances in articles.
~Any supplicr of an article containing a substance meeting the oriteria in Article 57 and identified in
accordance with Article 59(1) in a concentration above 0.1 % weight by weight (w/w) shall provide the
recipient of the article with sufficient information, available to the supplier, to allow safe use of the article
including, as 4 minimum, the name of that substance.
= On request by a consumer any supplier of an article containing a substance meeting the criteria in
Article 57 and identified in accordance with Article S9(1) in a concentration ahove 0,1 % weight by weight
(wiw) shall provide the consumer with sufficient information, available (o the supplier, 1o allow safe use of
the article including, as a minimum, the name of that substance. The relevant infarmation shall be provided,
free of charge, within 45 days of receipt of the request,
2. According to the Article 33 of the Regulation (1.C) No 1907/2006 (REACH)- Notification of the

Substance in Article.
~I[ & substance meets the criteria in Article 57 and (s identified in accordance with Article 59(1), BU and
EEA producers or importers of articles have to notify ECHA when their article contains a substance on the ’I
Candidate List, This obligation applies if the substance is present above 0.1% (w/w) and its quantities in ,_
the produced/imported articles are shove 1 lonne in total per year, ]
3, According to the other articles of the Regulation (EC) No 1907/2006 (REACIT), The relevant 3
ohligation for the substance on its own or in preparation. ;‘;

—OBLIGATIONS: SUBSTANCES

From 28 October 2008, EU & EEA suppliers of a substance have to provide a safety data sheet to their
customers when the substance is on the Candidate List,

—OBLIGATIONS: PREPARATIONS

From 28 October 2008, EU and EEA suppliers of a preparation not classified as dangerous according to
Directive 1999/45/EC have to pravide the tecipients, at their request, with a safety data sheet if the
preparation contains at least one substance on (he Candidate Listand its individual concentration s at least
(0.1% (wiw) for non gaseous preparations and ul least 0,29 by volume for gaseons preparations.
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Test Process:

1, Screen for Cobalt dichloride/Diarsenic pentaoxide/Diarsenic trioxide/Sodium dichromate/
Bis(tributyltinjoxide/Lead hydrogen arsenate/Triethyl arsenate

| Add digestion ¥ ;
Sample preparation 2 reagent > Digest sample
y
Analyzed by Make up with Transfer the digestive solution
(CP-ORSACUV-Vis/GC-MS deionized water | intoa volumetric (Tagk
2, Test for Anthracene Content

Weigh sample and Extragfcd lw nhl f—n  Concentrate the extract

place it in a thimble REBAILC Hiel)
: 3 Make up with Transfer the extract into a

Analyzed by GC-MS onganic solvent volumelric ffask

3, Test for 4,4'-diaminodiphenylmethane Content

Weigh sample. and Extracted with 4 | oncanteate the extract

place it in a thimble organic solvent

Make up with Transfer tie extract into a
volumetric flask

Analyzed by GC-MS +

organic solyent
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Report No.:FSR0909251 136301 Page 6.0f 7
4. Test for Musk xylene/HBCDD Content
Weigh sample and L Extracted with Concentrate i extract
place it in a thimble organic solvent
r :
Make up with | Transfer the extract into a
BT S o organic solvenl ] volumelsic Mask
5, Test for SCCPs Content
Weigh sample and Extracted with G
e 5 — oncentrate the extract
place itin a thimble ¥ organic solvent
! Make up with Transfer the extract into &
Analyzed by GC-MS po— argaic solvet S volumetric flask

6. Test for DBP/BBP/DEHP Content

Weigh sample and
place it in a thimble

_—

Extracted wilh
organic solvent

—n|  Concentrate the extract

]

Analyzed by GC-MS

Make up with

Transfor the extract into a

organic solvent

volumetric flask

* 8 i s W i
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Photo of the sample

A Ll
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*r* End of report #**

This report is considered fnvalidated without the Special Seal for Inspection of the CT1, This repont shill net be

altered increased or deleted. The cesults shown in this test report refir only to the sample(s) tested, Without written

approval of CTH, this test teport shall not be copied &xcept in full and published us sdvertisement.

Ruitding C, Hongwei Industeial Zone, Baoan 70 District, Shenzhen
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Test Report

Page | of 2

Applicant :FOSHAN NANHATNANXING RESIN CO,, LTD.
Address :XINGXIAN DANQIU ROAD DALI TOWN FOSHAN CITY GUANGDONG CHINA

Report on the submitted sample(s) said to be:

Sample Name ‘Water-based CR-adhesive
Sumple Description :White liquid
Part No. CT-60
ftem No, 12009092406
Matecial :Resin, ammorria water
Manufacturer :FOSHAN NANHAI NANXING RESIN CO,, LTD.
Sample Received Date  :Sep. 25, 2009
Testing Period :Sep. 25, 2009 to Sep. 28, 2009 -~
Test Requested :As specified by client, to determine the Dimethy] Fumatate content j’r’,g(/
it the submitted sample. e ﬁ
e
,lb E
Test Method: \,:
C eed Item(s) Mo

Dimethy Fuusie(DMP)

Profreatment Merrnru;*._' Mensured quuipmnl Report Limit
Refer to US EPA 3550C:2007 GOMS 0.1 mefkg

Test Result(s): Please refer to following page(s).

Tesed by

Approved by

e
Technical Manager

Inspected by 1_

Dite

Sep. 28, 2009
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“Test Result(s):

’l?e_s‘ted lle_nl(:c) e Content

Dimethyl Fumarale(DMF) R N.B;__ i

Note: N.DD. = Not Detected {<report limit )
-mg/kg = ppm = parts per million

Test Process:

Weigh sample and Fxtcted with | | (o centrate the extract
#| oiganic solvent [

place it in a thimble

Transfer the extact into a
volumelric [Task

Make up with |,
Analyzed by GC-MS ; P
organic Solvent

Photo of the sample

¥ End of report ***

‘this report 1 considered invatidated without the Special Seal for Inspection of the CTT, This report shall not be
altered, increased or deleted. The results shown in this test rsport refer anly to the samypile(s) ested. Without written

approva! of CTI, this test report shall not be copied except in full and published as advertisement.

Building C, Hongwei Industrial Zone, Baoan 70 District, Shenzhen



